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METALLURGICAL MARKET

Increase the REE 3 d of your -

metallurgical equipment.

Rolling, casting and processes under control, backed by TRIBO-LABS, our
lubricant analysis laboratory.

The primary metals industry extracts, refines and processes base metals such as iron,
aluminum and nickel. It is the key supplier for most manufacturing industries, which turn
these metals and alloys into finished products such as vehicle chassis, containers,
construction materials and engine parts.

This industry runs a wide range of equipment: rolling mills that use special Morgoil
lubricants requiring close monitoring, casting furnaces controlled by hydraulic systems,
cold rolling mills, lubrication systems, turbines, high-pressure compressors and ventilation
systems. They must run as reliably as possible: an unplanned stop in one unit can shut
down the rest of the plant.

How it works
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Take the sample with Fill out the TRIBO-LABS = Send the sample to TRIBO-LABS logs and You receive thereport = Turnaround time
the system running at form for the the laboratory for analyzes the sample by email and review once the sample is
operating temperature.  corresponding test. analysis. and generates an the logged.

e-report. recommendations.

05 24-48 h

etallurgical machinery runs at high temperatures, under heavy loads and with long service intervals. Contac
We know Metallurgical machinery t high temperat der heavy loads and with long service intervals. Contact
this industry us: we offer a wide range of services to assess the condition of your equipment and help you protect it.

- Contact us RIF J-30915416-8
VenekFilter info@tribo-labs.com www.tribo-labs.com
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METALLURGICAL MARKET

TRIBO-LABS test packages

Diesel engines &
generators

DIESEL FUEL ANALYSIS
11://:{o XM Basic diesel fuel test

Sample volume: 1L

e Elemental analysis by ICP AsTM D5185

e Water and sediment AsTm D2709

e Bacteriq, fungi and mold manufacturer
e ISO particle count 1o 4406:99

e Pensky-Martens flash point AsTm D3828

11/:{e X8 Advanced diesel fuel test

Sample volume: 1L

Elemental analysis by ICP AsTM D5185
Pour point AST™M D7346

Water and sediment AsTm D2709
Bacteria, fungi and mold manufacturer
Thermal stability AsTM D6468
Viscosity ASTM D445

Sulfur (ppm) AsTM D7220

FBT ASTM D2068

Flash point AsTM D3828

Cetane index ASTM D976

Cloud point ASTM D7689

Distillation AsTM D7345

ISO particle count 1o 4406:99
Copper strip corrosion ASTM D130

OIL ANALYSIS

1[J:]o¥ 8 Engine oil test

Sample volume: 100 ml

e 24 elemental metals by ICP ASTM D5185
e Viscosity at 100 °C ASTM D445

e Fuel dilution % AsTM D7593

e SOoOt % ASTM E2412

e Water % by crackle in-house method

e Base number AST™M D4739

e Oxidation / Nitration AsTM E2412

Grease lubrication

1[J:1¥]|M Grease analysis test

Sample volume: syringe

e FAM in-house method

e Color ASTM D6045

e FTIR

e Water % by crackle in-house method

Hydraulics, pumps & compressors

RECIPROCATING AND ROTARY COMPRESSORS

11://:ls¥ M Basic industrial oil test
Sample volume: 100 mi

e 24 elemental metals by ICP AsTM D5185
e Water % by crackle in-house method
Viscosity at 40 °C or 100 °C ASTM D445
e Acid number AST™M D664

e Oxidation / Nitration AsTM E2412

e ISO particle count 1o 4406:99

For more information,
contact us:

Contact us

info@tribo-labs.com

NORTH AMERICA
+1(786) 497.61.00 - (786) 537.49.71

11:{/:[s B Advanced industrial oil test
Sample volume: 100 ml

e 24 elemental metals by ICP AsTM D5185
e Water % by Karl Fischer AsTM D6304C
Viscosity at 40 °C or 100 °C ASTM D445
e Acid number ASTM D664

e Oxidation / Nitration AsTM E2412

e ISO particle count IS0 4406:99

SOUTH AMERICA

(414) 342.51.61

RIF (Tax ID)

+58 (414) 439.53.03 - (424) 473.04.59

J-30915416-8
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FLUID ANALYSIS AND TRIBOLOGY SERVICES

Morgoil lubrication

11:/[:1e¥#8 Advanced industrial oil test

Sample volume: 100 mi

e 24 elemental metals by ICP AsTM D5185
e Water % by Karl Fischer AsTMm D6304C

e Viscosity at 40 °C or 100 °C ASTM D445
e Acid number ASTM D664

o Oxidation / Nitration ASTM E2412

e ISO particle count 1So 4406:99

Gears & reducers

1/://:{¥ B Basic industrial oil test

Sample volume: 100 ml

e 24 elemental metals by ICP AsTM D5185
e Water % by crackle in-house method

e Viscosity at 40 °C or 100 °C ASTM D445
e Acid number ASTM D664

o Oxidation / Nitration AsTM E2412

e ISO particle count 1so 4406:99

One unplanned stop
can shut down

the whole plant.

your fluids.

EUROPE
+34 (658) 94.80.60 - +34 658 408 109

REF: TL-M0001120
www.tribo-labs.com




